
TEST NO
Spinning 

Type

Machine 

Type
#Mc NO Spindle No

Spindle 

Speed 

(rpm/min)

NE Act. Ne Ŭe TPM U% %CVm %CV1m

THIN 

PLACES      

(-30%)

THIN 

PLACES      

(-50%)

THICK 

PLACES   

(50%)

NEPS 

(200%)

NEPS 

(280%)

Total 

IPI
TOTAL IPI

(-50% +50% +200%)
Hairiness S3 S1+2U CLSP

1 Conventional
Rieter 

G35
7 1617-1624 19.200 22 22,49 4,39 812 11,64 14,82 4,64 2073 9 149 148 2379 306 7,43 6759 24147 2369

2 ProSPIN
Rieter 

G35
7 1617-1624 19.200 22 22,21 4,39 812 11,2 14,27 4,56 1717 3 117 123 1960 243 4,98 2055 16967 2784

-1,24% 0,00% 0,00% -3,78% -3,71% -1,72% -17,17% -66,67% -21,48% -16,89% - -17,61% -20,59% -32,97% -69,60% -29,73% 17,52%

TEST NO
Spinning 

Type

Machine 

Type
#Mc NO Spindle No

Spindle 

Speed 

(rpm/min)

NE Act. Ne Ŭe TPM U% %CVm %CV1m

THIN 

PLACES      

(-30%)

THIN 

PLACES      

(-50%)

THICK 

PLACES   

(50%)

NEPS 

(200%)

NEPS 

(280%)

Total 

IPI
TOTAL IPI

(-50% +50% +200%)
Hairiness S3 S1+2U CLSP

1 Conventional
Rieter 

G35
1 1609-1616 19.700 30 30,31 4,40 949 13,18 16,82 5,09 3563 29 388 746 4726 1163 6,33 5016 18809 2190

2 ProSPIN
Rieter 

G35
1 1609-1616 19.700 30 30,30 4,40 949 12,76 16,34 5,11 3266 23 336 683 4308 1042 4,45 1343 14277 2495

-0,03% 0,00% 0,00% -3,19% -2,85% 0,39% -8,34% -20,69% -13,40% -8,45% - -8,84% -10,40% -29,70% -73,23% -24,09% 13,93%

Ne 22 %100 CARDED COTTON WEAVING YARN Conventional / ProSPIN Test Result [ PAKISTAN/HYDERABAD Area ]

Diff.% (Conventional / ProSPIN)

Ne 30 %100 CARDED COTTON WEAVING YARN Conventional / ProSPIN Test Result [ PAKISTAN/HYDERABAD Area ]

Diff.% (Conventional / ProSPIN)










